Exova (Qatar) L.L.C.
Street 46, Building 30
Salwa Industrial Area
PO Box 23650, Doha - Qatar

T: +974 44603202
F: +974 44603246
E: qatar.lab@exova.com
W: www.exova.com

Test Certificate

FiTechnic International Report NumberQ800093 :lssue 1
Doha Page 1 of 1
Doha Order Number Quotation No.: QQ20324
QATAR Date Tested 07/01/18
Date Reported 15/01/18
Attn: Mr. Afnas Chiralakkandi
ltem - P.M.I Testing for Clamp
Specification - Client Requirement -
Position Details Comments
001:Lab XRF Analysis N/A Clamp See Below
Item 001: Material Match: SS316
' Elements:
%Mo = 2.05 %Ni = 9.66 %Mn = 1.45 %Cr = 16.59

Certficate Comments

Tested by

Witnessed by

Exova - Qatar

Client Representative
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These results pertain only to the item(s) tested as sampled by the client unless otherwise indicated.
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Figure 1: Photograph shoWing as-received condition of Clamp sample for PMI testing.
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Exova (Qatar) L.L.C.
Street 46, Building 30
Salwa Industrial Area
PO Box 23650, Doha - Qatar

T: +974 44603202
F: +974 44603246
E: qatar.lab@exova.com
W: www.exova.com

Test Certificate

FiTechnic International Report NumberQ800094 clssue 1
Doha Page 1 0of 1
Doha Order Number Quotation No.: QQ20324
QATAR Date Tested 07/01/18
Date Reported 15/01/18
Attn: Mr. Afnas Chiralakkandi
ltem - P.M.I Testing for Pipe-Glass Connector
Specification - Client Requirement
Position Details Comments
001:Lab XRF Analysis N/A Pipe-Glass Connector | See Below
Item 001: Material Match: SS316
Elements:
Mo = 2.14 ZNi = 9.23 “Mn = 0.48 %Cr = 15.83
Nl
Certficate Comments
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The content of this report are govemed by our standard terms and conditions.
This t may not be reproduced other than in full, except with the prior written approval of the issuing laboratory.

These results pertain only to the item(s) tested as sampled by the client unless otherwise indicated.
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Exova (Qatar) L.L.C.

Street 46, Building 30 T: +974 44603202
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W: www.exova.com

Test Certificaie
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Attn: Mr. Afnas Chiralakkandi

ltem - P.M.I Testing for Pipe-Valve Connector
Specification - Client Requirement
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Report NumberQ800096 :lssue 1
Page 1 0of 1

Order Number Quotation No.: QQ20324
Date Tested 07/01/18

Date Reported 15/01/18

Position Details Comments
001:Lab XRF Analysis N/A Pipe-Wall Connector See Below
Item 001: Material Match: SS316

Elements:
%Mo = 2.24 ZNi = 9.67 %Mn = 0.70 %Cr = 17.02

/

Certficate Comments

Tested by Exova - Qatar

Witnessed by  ....ccoiiiriivrireennnninnnn,

Client Representative PO Box

Registered Office: Exova (Qatar) L.L.C. PO Box 23650, Doha, State of Qatar.
The content of this report are govemed by our standard terms and conditions.
This document may not be reproduced other than in full, except with the prior written approval of the issuing laboratory.
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These results pertain only to the item(s) tested as sampled by the client unless otherwise indicated.
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Figure 1: Photograph showing as-received condition of Pipe-Valve Connector for PMI testing.
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Exova (Qatar) L.L.C.
Street 46, Building 30
Salwa Industrial Area
PO Box 23650, Doha - Qatar

T: +974 44603202
F: +974 44603246
E: gatar.lab@exova.com
W: www.exova.com

Test Certificate
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Doha Page 1 of 1
Doha Order Number Quotation No.: QQ20324
QATAR Date Tested 07/01/18
Date Reported 15/01/18
Attn: Mr. Afnas Chiralakkandi
Item - P.M.I Testing for Stainless Steel Components
Specification - Client Requirement

Position Details Comments
001:Lab XRF Analysis N/A Shower Hinge See Below
Item 001: Material Match: SS316
Elements:
Mo = 1.98 %Ni = 10.17 %Mn = 1.18 %Cr = 16.93
Certficate Comments
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Client Representative
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This document may not be reproduced other than in full, except with the prior written approval of the issuing laboratory.
These results pertain only to the item(s) tested as sampled by the client unless otherwise indicated.
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Figure 1: Photograph showing as-received condition of Shower Hinge sample for PMI testing.
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Exova (Qatar) L.L.C.
Street 46, Building 30
Salwa Industrial Area
PO Box 23650, Doha - Qatar

T: +974 44603202
F: +974 44603246
E: qatar.lab@exova.com
W: www.exova.com

Test Certificate
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QATAR

Attn: Mr. Afnas Chiralakkandi
Item - P.M.I Testing for Handle

Specification -

Client Requirement

Report NumberQ800095 i lssue 1
Page 1 of 1

Order Number Quotation No.: QQ20324
Date Tested . 07/01/18

Date Reported 15/01/18

Client Representative

P S

Position Details Comments
001:Lab XRF Analysis N/A Handle See Below
Item 001: Material Match: SS316
Elements:
%Mo = 2.18 %Ni = 10.59 %Mn = 1.11 %Cr = 16.87
Certficate Comments i
———————————————————————————— End of Text -------=--==----mcmmmmmmmoom-
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Figure 1: Photograph showing as-received condition of Handle sample for PMI testing.
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